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Geochemical
Lab Report

BONDAR-CLEGG
A DIVISION OF INCHCAPF. INSPECTION & TESTING SERVICES

REPORT: D89-32618.4 ( COMPLETE ) REFERENCE INFO: 0-145

CLIENT: BROHH MINING CORP. 
PROJECT: R89-628

SUBMITTED BY: J. BORROW 
DATE PRINTED: 22-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

i flu Gold 29 0.002 OPT Fite Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 29 2 -150 29 Assay Prep 29

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON
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A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: D89-32618,4 < CO"PLETE) 

CLIENT: BROH" "INING CORP. 
PROJECT: R89-628 

ORDER 

1 Au 

ELE"ENT 

Gold 

SA"PLE TYPES NUl'IBER 
------------------------------
D DRILL CORE 29 

111. .. uwlt'°'~ t-1ft.1:I ...-ac11IT.C. .J!l"D 

REPORT COPIES TO: "R. JIN BARRON 
l'IR. JI" BARRON 

NU"BER OF LOWER 
ANALYSES DETECTION LI"IT EXTRACTION 

29 0.002 OPT 

SIZE FRACTIONS NUl'IBER 
------------------------------
2 -150 29 

REFERENCE INFO: 0-145 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 22-NOV-89 

"ETHOD 

Fire Assay 

SA"PLE PREPARATIONS NUl'IBER 
---------------------------
Assay Prep 29 

INVOICE TO: "R. JIN BARRON 
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02 R89-628-0-5 <0.002
D2 R89-628-5-10 <0.002
D2 R89-628-10-15 <0.002
D2 R89-628-15-20 0.002
D2 R89-628-20-25 <0.002

(303) 989-1404

REPORT: 089-32818.4 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

BONDAR-CLEGG
A DIVISION OF INCHCAPE

02 R89-828-25-30 <0.002
02 R89-628-30-35 <0.002
02 R89-628-35-40 0.003
02 R89-628-40-45 0.002
02 R89-628-45-50 <0.002

D2 R89-628-50-55 <0.002
02 R89-628-55-80 <0.002
02 R89-628-60-65 <0.002
02 R69-828-85-70 <0.002
02 R89-628-70-75 <0.002

02 R89-628-75-80 <0.002
02 R89-628-80-85 <0.002
02 R89-828-85-90 <0.002
02 R89-628-90-95 <0.002
02 R89-628-95-100 <0.002

02 R89-628-100-105 <0.002
02 R89-628-105-110 0.004
02 R89-&28-110-115 <0.002
02 R89-628-115-120 <0.002
02 R89-628-120-125 <0.002

02 R89-628-125-130 <0.002
D2 R89-B28-130-135 <0.002
02 R89-828-135-140 <0.002
02 R89-628-140-145 <0.002

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakew !or do 80228 
(303) 989-1404 

REPORT: D89-32618.4 

SA"PLE ELEl'IEHT 
HUl'IBER UNITS 

D2 R89-628-0-5 
D2 R89-628-S-10 
D2 R89-628-10-15 
D2 R89-628-1S-20 
D2 R89-628-20-25 

D2 R89-628-25-30 
D2 R89-628-30-35 
D2 R89-628-35-40 
D2 R89-628-40-45 
D2 R89-628-4S-SO 

D2 R89-628-50-55 
D2 R89-628-SS-60 
D2 R89-628-60-65 
D2 R89-628-6S-70 
D2 R89-628-70-75 

D2 R89-628-75-80 
D2 R89-628-80-8S 
D2 R89-628-85-90 
D2 R89-628-90-9S 
D2 R89-628-9S-100 

D2 R89-628-100-105 
D2 R89-628-10S-110 
D2 R89-628-110-115 
D2 R89-628-115-120 
D2 R89-628-120-12S 

D2 R89-628-12S-130 
D2 R89-628-130-135 
D2 R89-628-13S-140 
D2 R89-628-140-145 

Au 
OPT 

(0.002 
(0.002 
(0.002 
0.002 

(0.002 

(0.002 
(0.002 
0.003 
0.002 

(0.002 

(0.002 
(0,002 
(0.002 
(0.002 
(0. 002 

(0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
0.004 

(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
(0.002 
(0. 002 

BC~ 
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BONDAR-CLEGG

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(303) 989-1404

BROUN MINING CORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWUOD, SI)
57732

29 Analyses of Gold 
Subtotal

Sample Preparation
29 Samples of Assay Prep 

Subtota1

Invoice s DO13284, Page .1 

Date s 30-NC)V~89

Report Nos »89~32fe:i.8. 4 
Project r. R8;9r«fc»2U'

•*1 r* V .. *'• •

at%%.40OO * 203.00

IX’

at? |
. v ‘ *

67. 00 
87.00

203.00

87. 00

11 i sce 1 laneou s CI t a r cj e s
4X S.D. state sales tax 
2X Deadwood city sales tax 

Subtotal

3.43 
$ 1. 74
1- 5.22 *

Invoice Totals * 295.22 U.S.

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Clegg, Inc. 
12980 West O.dar Dr. 

Lakewood, Colorado 80228 
(303) Q89-1404 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32621.4 ( COMPLETE ) REFERENCE INFO: 145-445

CLIENT: BROHM MINING CORP. 
PROJECT: R89-628

SUBMITTED BY: J. BARRON 
DATE PRINTED: 28-N0V-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Hetness 1243
Saaple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: HR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

B<>ndar-Clegg, Inc. 
.12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

J BC 
BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISIO\ m I CHCAPE l\JSPECTIO\J & TESTI\JG SE:R\'ICES 

REPORT: D89-32621.4 C CO"PLETE l 

CLIENT: BROH" "INING CORP. 
PROJECT: R89-628 

ORDER 

1 Au Gold 

D DRILL CORE 60 

RE"ARKS: Final results are reported. 

REPORT COPIES TO: "R. JI" BARROM 

NU"BER OF LOWER 

REFERENCE INFO: 145-445 

SUB"ITTED BY: J. BARRON 
DATE PRINTED: 28-NOV-89 

ANALYSES DETECTION LI"IT EXTRACTION 

60 0.002 OPT 

SIZE FRACTIONS 

2 -150 60 

Fire Assay 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

INVOICE TO: "R. JI" BARRON 

60 
1243 

1 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

Geochemical
Lab Report

BONDAR-CLEGG

REPORT: D89-32621.4

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 28-N0V-89 
PROJECT: R89-628 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-628-145-150 0.003 D2 R89-628-345-350 (0.002
D2 R89-628-150-155 0.006 D2 R89-628-350-355 (0.002
D2 R89-628-155-160 0.008 D2 R89-628-355-360 (0.002
D2 R89-628-160-165 0.020 D2 R89-628-360-365 (0.002
D2 R89-628-165-170 0.022 D2 R89-628-365-370 (0.002

D2 R89-628-170-175 0.005 D2 R89-628-370-375 (0.002
D2 R89-&S8-175-180 0.009 D2 R89-628-375-380 0.005
D2 R89-628-180-185 0.007 D2 R89-628-380-385 (0.002
D2 R89-628-185-190 (0.002 D2 R89-628-385-390 (0.002
D2 R89-628-190-195 (0.002 D2 R89-628-390-395 0.022

D2 R89-628-195-200 (0.002 D2 R89-628-395-400 0.010
D2 R89-628-200-205 <0.002 D2 R89-628-400-405 0.002
D2 R89-628-205-210 0.007 D2 R89-628-405-410 0.009
D2 R89-628-210-215 <0.002 D2 R89-628-410-415 0.007
D2 R89-628-215-220 <0.002 D2 R89-628-415-420 0.009

D2 R89-628-220-225 0.002 D2 R89-628-420-425 0.009
D2 R89-628-225-230 <0.002 D2 R89-628-425-430 0.094
D2 R89-628-230-235 <0.002 D2 R89-628-430-435 0.022
D2 R89-628-235-240 <0.002 D2 R89-628-435-440 0.009
D2 R89-628-240-245 <0.002 D2 R89-628-440-445 0.014

D2 R89-628-245-250 <0.002
D2 R89-628-250-255 <0.002
D2 R89-628-255-260 0.003
D2 R89-628-260-265 0.002
D2 R89-628-265-270 0.003

D2 R89-628-270-275 <0.002
D2 R89-628-275-280 <0.002
D2 R89-628-280-285 0.002
D2 R89-628-285-290 <0.002
D2 R89-628-290-295 <0.002

D2 R89-628-295-300 <0.002
D2 R89-628-300-305 <0.002
D2 R89-626-305-310 <0.002
D2 R89-628-310-315 <0.002
D2 R89-628-315-320 <0.002

D2 R89-628-320-325 <0.002
D2 R89-628-325-330 <0.002
D2 R89-628-330-335 0.003
D2 R89-628-335-340 <0.002
D2 R89-628-340-345 0.005

pondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32621.4 

SANPLE ELENENT 
NUNBER UNITS 

D2 R89-628-145-150 
D2 R89-628-150-155 
D2 R89-628-155-160 
D2 R89-628-160-165 
D2 R89-628-165-170 

D2 R89-628-170-175 
D2 R89-628-175-180 
D2 R89-628-180-185 
D2 R89-628-185-190 
D2 R89-628-190-195 

D2 R89-628-195-200 
D2 R89-628-200-205 
D2 R89-628-205-210 
D2 R89-628-210-215 
D2 R89-628-215-220 

D2 R89-628-220-225 
D2 R89-628-225-230 
D2 R89-628-230-235 
D2 R89-628-235-240 
D2 R89-628-240-245 

D2 R89-628-245-250 
D2 R89-628-250-255 
D2 R89-628-255-260 
D2 R89-628-260-265 
D2 R89-628-265-270 

D2 R89-628-270-275 
D2 R89-628-275-280 
D2 R89-628-280-285 
D2 R89-628-285-290 
D2 R89-628-290-295 

D2 R89-628-295-300 
D2 R89-628-300-305 
D2 R89-628-305-310 
D2 R89-628-310-315 
D2 R89-628-315-320 

D2 R89-628-320-325 
D2 R89-628-325-330 
D2 R89-628-330-335 
D2 R89-628-335-340 
D2 R89-628-340-345 

Au 
OPT 

0.003 
0.006 
0.008 
0.020 
0.022 

0.005 
0.009 
0.007 

(0.002 
(0.002 

{0,002 
(0.002 
0.007 

(0.002 
(0.002 

0.002 
(0.002 
(0.002 
(0.002 
(0.002 

(0.002 
(0.002 
0.003 
0.002 
0.003 

(0.002 
(0.002 
0.002 

(0.002 
(0.002 

(0.002 
{0.002 
(0.002 
{0.002 
{0.002 

(0.002 
(0.002 
0.003 

(0. 002 
0.005 

BC~ 
BONDAR-CLEGG 

A O1\'ISION OF lt-;CHCAPE INSPECTION & TE TING SERVICE 
DATE PRINTED: 28-NOV-89 

I PROJECT: R89-628 

SANPLE ELENENT Au 
NUNBER UHITS OPT 

D2 R89-628-345-350 (0.002 
D2 R89-628-350-355 (0.002 
D2 R89-628-355-360 (0.002 
D2 R89-628-360-365 (0.002 
D2 R89-628-365-370 {0.002 

D2 R89-628-370-375 (0.002 
D2 R89-628-375-380 0.005 
D2 R89-628-380-385 (0.002 
D2 R89-628-385-390 (0.002 
D2 R89-628-390-395 0.022 

D2 R89-628-395-400 0.010 
D2 R89-628-400-405 0.002 
D2 R89-628-405-410 0.009 
D2 R89-628-410-415 0.007 
D2 R89-628-415-420 0.009 

D2 R89-628-420-425 0.009 
D2 R89-628-425-430 0.094 
D2 R89-628-430-435 0.022 
D2 R89-628-435-440 0.009 
D2 R89-628-440-445 0.014 

Geochemical 
Lab Report 

PAGE 1 
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BONDAR-CUEGG

BRUH11 MINING GORP. 
MR. JIM BARRON 
P.O. BOX 485 
DEADWOOD, SD 
5 7732

Invoice : 1)0.1.6251, Page 1

Date " . ; 30-■■NO O' -89

Report No s DO9"38621*4 
Pr o j &c t> '. s Rft9■-628 
Re f evevtce s 14‘,1 -445

Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
<303)989-1404

60 Analyses of Gold at $ 7.00 $ 420.00
Subtotal $ 420.00 $ 420.00

S a m p 1 e !;:> r e p a r a t i a n
60 Sample© of Assay Prep at % 3.00 $ 180.00

1243 Samples of Excessive Wetness at f. 0.20 $ 248.60
1 Sample of Sample Pickup at $12.00 $ 12.00

Subtotal $ 440.60 % 440.60

Misce 11 aneous Cft a r q es
4% S.D. state sales tax $ 17.62
2X Deadwood city sales tax $ 8.81

Subtota1 $ 26. 43 $ 26.4 3

1 nvo i. a * Totals % 887.03 U

**5*
THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228 ,
(303) 989-1404

BONDAR-CLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32622.4 < COMPLETE ) REFERENCE INFO: 445-745

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-628 DATE PRINTED: 28-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 80 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 921
Sa»ple Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
- - - - - - - - - - - HR. JIM BARRON- - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -

-Bo~-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CI EGG 

Geochemical 
Lab Report 

A Dl\'ISIO'.'. OF 11'iCHC ~PE 1\SPECTIO\/ &. TESTI\G SERVICES 

REPORT: D89-32622.4 ( CONPLETE l 

CLIENT: BROHN NIHIHG CORP. 
PROJECT: R89-628 

ORDER 

1 Au 

ELENENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUNBER 

60 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARROM 
--nl\. Jin DHI\I\Un 

HUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

60 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

60 

REFERENCE INFO: 445-745 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 28-HOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS HUNBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

60 
921 

1 

INVOICE TO: NR. JIN BARROM 

- , 
I 
I 
I 
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Geochemical
Lab Report

Bondar Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-3E622.4
DATE PRINTED: 28-N0V-89
PROJECT: R89-628 PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R89-628-445-450 0.008 D2 R89-828-645-650 0.013
02 R89-628-450-455 0.014 D2 R89-628-650-655 0.007
D2 R89-628-455-460 0.010 D2 R89-828-655-660 0.006
D2 R89-628-460-465 0.009 D2 R89-628-660-665 0.003
D2 R89-628-465-470 0.011 D2 R89-628-685-670 0.009

D2 R89-628-470-475 0.006 D2 R89-628-670-675 0.004
D2 R89-628-475-480 0.003 D2 R89-628-675-680 0.007
D2 R89-628-480-485 0.005 02 R89-628-680-685 0.008
D2 R69-628-485-490 0.004 D2 R89-628-685-690 0.008
D2 R89-628-490-495 (0.002 02 R89-628-690-695 0.012

02 R89-628-495-500 0.010 02 R89-628-695-700 0.009
02 R89-628-500-505 0.009 02 R89-628-700-705 0.006
02 R89-628-505-510 0.010 02 R89-628-705-710 0.009
02 R89-628-510-515 0.008 D2 R89-628-710-715 0.006
02 R89-628-515-520 0.009 02 R89-628-715-720 0.006

02 R89-628-520-525 0.006 02 R89-628-720-725 0.011
02 R89-628-525-530 0.009 D2 R89-628-725-730 0.010
02 R89-628-530-535 0.015 02 R89-628-730-735 0.016
02 R89-628-535-540 0.012 02 R89-628-735-740 0.013
02 R89-628-540-545 0.026 02 R89-628-740-745 0.019

02 R89-628-545-550 0.019
02 R89-628-550-555 0.017
02 R89-628-555-560 0.023
02 R89-628-560-565 0.066
02 R89-628-565-570 0.040

02 R89-628-570-575 0.042
02 R89-628-575-580 0.058
02 R89-628-580-585 0.041
02 R89-628-585-590 0.043
02 R89-628-590-595 0.037

02 R89-628-595-600 0.020
02 R89-628-600-605 0.015
02 R89-628-605-610 0.018
02 R89-628-610-615 0.015
02 R89-628-615-620 0.014

02 R89-628-620-625 0.009
D2 R89-628-625-630 0.012
02 R89-628-630-635 0.018
02 R89-628-635-640 0.011
02 R89-628-640-645 0.012

Bon¢lr·Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32622.4 

SAl'IPLE ELEIIEHT 
NUIIBER UNITS 

D2 R89-628-445-450 
D2 R89-628-450-455 
D2 R89-628-455-460 
D2 R89-628-460-465 
D2 R89-628-465-470 

D2 R89-628-470-475 
D2 R89-628-475-480 
D2 R89-628-480-485 
D2 R89-628-485-490 
D2 R89-628-490-495 

D2 R89-628-495-500 
D2 R89-628-500-505 
D2 R89-628-505-510 
D2 R89-628-510-515 
D2 R89-628-515-520 

D2 R89-628-520-525 
D2 R89-628-525-530 
D2 R89-628-530-535 
D2 R89-628-535-540 
D2 R89-628-540-545 

D2 R89-628-545-550 
D2 R89-628-550-555 
D2 R89-628-555-560 
D2 R89-628-560-565 
D2 R89-628-565-570 

D2 R89-628-570-575 
D2 R89-628-575-580 
D2 R89-628-580-585 
D2 R89-628-585-590 
D2 R89-628-590-595 

D2 R89-628-595-600 
D2 R89-628-600-605 
D2 R89-628-605-610 
D2 R89-628-610-615 
D2 R89-628-615-620 

D2 R89-628-620-625 
D2 R89-628-625-630 
D2 R89-628-630-635 
D2 R89-628-635-640 
D2 R89-628-640-645 

Au 
OPT 

0.008 
0.014 
0.010 
0.009 
0.011 

0.006 
0.003 
0.005 
0.004 

(0.002 

0.010 
0.009 
0.010 
0.008 
0.009 

0.006 
0.009 
0.015 
0.012 
0.026 

0.019 
0.017 
0.023 
0.066 
0.040 

0.042 
0.058 
0.041 
0.043 
0.037 

0.020 
0.015 
0.018 
0.015 
0.014 

0.009 
0.012 
0.018 
0.011 
0.012 

BC ,__----
BONDAR-CLEGG 

A DI\ ISION or INCHCAPE INSPECTION & TE'iTlt-.G SERVICES 
DATE PRINTED: 28-NOV-89 

I PROJECT: R89-628 

SAIIPLE ELEIIENT Au 
NUl.eER UNITS OPT 

D2 R89-628-645-650 0.013 
D2 R89-628-650-655 0.007 
D2 R89-628-655-660 0.006 
D2 R89-628-660-665 0.003 
D2 R89-628-665-670 0.009 

D2 R89-628-670-675 0.004 
D2 R89-628-675-680 0.007 
D2 R89-628-680-685 0.008 
D2 R89-628-685-690 0.008 
D2 R89-628-690-695 0.012 

D2 R89-628-695-700 0.009 
D2 R89-628-700-705 0.006 
D2 R89-628-705-710 0.009 
D2 R89-628-710-715 0.006 
D2 R89-628-715-720 0.006 

D2 R89-628-720-725 0.011 
D2 R89-628-725-730 0.010 
D2 R89-628-730-735 0.016 
D2 R89-628-735-740 0.013 
D2 R89-628-740-745 0.019 
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
.(303) 989-1404

BRUHi’l MINING CHRP 
MR. JIM BARRON 
P.O. BOX 485 
BEAD WO OB, 81)
5 7732

Invoice 2 D016258, Page 1 

Bate d 30-NO 0-80

R e p o r t; Nt> ;s 1) 8 9 - 3 cl 6 £ cl.. 4 
Project 2 R89-628 
Ref etenees 445~74 5

60 Analyse® of Gold at $ 7.00 420.00
Subtotal $ 420.00 $ 420.00

S a m p 1 e P r e p a r a t :i. o n
60 Samples of Assay Prep a t $ 3.00 $ 180.00

921 Samples of Excessive Wetness at % 0.20 * 184.20
1 Sample of Sample Pickup at $12.00 % 12. 00

Subtotal $ 376.20 $ 376.20

M:i.sce 11 aneous Charttes
4* S. 1). state sales tax $ 15. 05
2% Deadwood city sales tax $ 7.52

Subtotal $ 22. 57 $ 22. 57

Invoice Total 2 $ 818.77
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Bondar-Clegg,1flc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404 BC

BONDARCLEGG

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32624.4 ( COMPLETE ) REFERENCE INFO: 745-900

CLIENT: BROHM MINING C0RP. SUBMITTED BY: J. BARRON
PROJECT: R89-628 DATE PRINTED: 28-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 31 0.002 OPT Fite Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 31 2 -150 31 Assay Prep 31
Excessive Wetness 645

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON
HR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, c. 
12980 W~t Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ ISIO;\l OF INCHCAPE I~SPFCTION & TESTI'-,G SER\ ICES 

REPORT: D89-32624.4 ( CONPLETE) 

CLIENT: BROHN NINING CORP. 
PROJECT: R89-628 

ORDER 

Au 

ELENENT 

Gold 

SANPLE TYPES 

D DRILL CORE 

NUNBER 

31 

RENARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
NR. JIN BARRON 

NUNBER OF LOWER 
ANALYSES DETECTION LINIT EXTRACTION 

31 0.002 OPT 

SIZE FRACTIONS 

2 -150 

NUNBER 

31 

REFERENCE INFO: 745-900 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 28-NOV-89 

NETHOD 

Fire Assay 

SANPLE PREPARATIONS NUNBER 

Assay Prep 
Excessive Wetness 

31 
645 

INVOICE TO: NR. JIN BARROM 
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Bondar-Clegg, I1ic.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED: 28-N0V-89
REPORT: D89-32624.4 PROJECT: R89-628 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-628-745-750 0.014
D2 R89-628-750-755 0.025
D2 R89-628-755-760 0.033
D2 R89-628-760-765 0.026
D2 R89-628-765-770 0.015

D2 R89-628-770-775 0.016
D2 R89-628-775-780 0.038
D2 R89-628-780-785 0.020
D2 R89-628-785-790 0.016
D2 R89-628-790-795 0.011

D2 R89-628-795-800 0.010
D2 R89-628-800-805 0.014
D2 R89-628-805-810 <0.002
D2 R89-628-810-815 0.015
D2 R89-628-815-820 0.012

D2 R89-628-820-825 0.015
D2 R89-626-825-830 0.007
D2 R89-628-830-835 0.005
D2 R89-628-835-840 0.031
D2 R89-628-840-845 0.028

D2 R89-628-845-850 0.096
D2 R89-628-850-855 0.020
D2 R89-628-855-860 0.018
D2 R89-628-860-865 0.015
D2 R89-62B-865-870 <0.002

D2 R89-628-870-875 0.006
D2 R89-628-875-880 0.004
D2 R89-628-880-885 0.011
D2 R89-628-885-890 0.023
D2 R89-628-890-895 0.013

D2 R89-828-895-900 0.004

L

Bondar-Clegg, I c. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32624.4 

SAl'IPLE ELEl'IENT 
NUl'IBER UNITS 

D2 R89-628-745-750 
D2 R89-628-750-755 
D2 R89-628-755-760 
D2 R89-628-760-765 
D2 R89-628-765-770 

D2 R89-628-770-775 
D2 R89-628-775-780 
D2 R89-628-780-785 
D2 R89-628-785-790 
D2 R89-628-790-795 

D2 R89-628-795-800 
D2 R89-628-800-805 
D2 R89-628-805-810 
D2 R89-628-810-815 
D2 R89-628-815-820 

D2 R89-628-820-825 
D2 R89-628-825-830 
D2 R89-628-830-835 
D2 R89-628-835-840 
D2 R89-628-840-845 

D2 R89-628-845-850 
D2 R89-628-850-855 
D2 R89-628-855-860 
D2 R89-628-860-865 
D2 R89-628-865-870 

D2 R89-628-870-875 
D2 R89-628-875-880 
D2 R89-628-880-885 
D2 R89-628-885-890 
D2 R89-628-890-895 

D2 R89-628-895-900 

Au 
OPT 

0.014 
0.025 
0.033 
0.026 
0.015 

0.016 
0.038 
0.020 
0.016 
0.011 

0.010 
0.014 

(0.002 
0.015 
0.012 

0.015 
0.007 
0.005 
0.031 
0.028 

0.0% 
0.020 
0.018 
0.015 

(0.002 

0.006 
0.004 
0.011 
0.023 
0.013 

0.004 

BC ~ 
BONDAR-CLEGG 

A DI\ ISIO'i 0~ l'-.CHCAPE: l'iSPE:Cl 10'-. &. Tl: Tl"lG SLR\ ICE:S 
DATE PRINTED: 28-NOV-89 

I PROJECT: R89-628 
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Lakewood, Colorado 80228
(303) 989-1404

Invoice s 1)018233, Page? 1

Date a 30—NOV—89

R e pf>V it Nos D ft 9 -- 3 2 6 £ 4« 4 
j Project s
■;-Refe’cant’e; 74ti;t,90()OrL;

> v A • • . r f • • • V '-as-.r

31 Analyses of Gold at % 7.00 <1 ai7.oo
Subtotal % 217.00 * 217. 00

Sample Preparation
31 Samples of Assay Prep at % 3. 00 t S3. 00
645 Samples of Excessive Wetness at % 0. 20 % 129.00

Subtotal $ 222.00 % 222. 00

Misee11aneous Charges
4X S.D. state sales tax * 0. 88
2X Deadwood city sales tax % 4.44

Subtotal $ 13. 32 % 13. 32

Invoice Totals $ 452. 32 U
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